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Samples are obtained by express delivery, Results obtained refer only to samples, products or material received in Laboratory, as described in point related to 
sample description, and tested in conditions shown in present report. Eurofins Product Testing Service (Hangzhou) Co., Ltd ensures that this job has been 
performed according to our Quality System and complying contract and legal conditions. Unless otherwise stated from the customer, regulation or the standard 
specification, Eurofins will apply it in accordance with ILAC G8:09/2019-(binary statement for simple acceptance rule). If you happen to have any comments, please 
do it by sending email to info.hz@cpt.eurofinscn.com and referring to this report number. Reproduction of this document is only valid if it is done completely and 
under the written permission of Eurofins Product Testing Service (Hangzhou) Co., Ltd. If you happen to have any complaints, please do it by sending email 
to chinacomplaint.hz@cpt.eurofinscn.com and referring to this report number.

TEST REPORT
  
Applicant : Meifuxing Home Furnishing (Fuzhou) Co., LTD.

Address : Factory Building 2, No. 161, Yuling Village, Yangxia, Fuqing 
City, Fujian Province

Sample description : PANEL

Manufacturer : China

Sample received date : 18 - May - 2026

Turn around time : 22 - May - 2026 to 27 - May - 2026

The following test item(s) was/were performed on submitted sample(s) and/or component(s) confirmed by applicant

TEST REQUESTED TEST METHOD/REGULATION RESULT
Total Lead and Mercury in Surface Coating SOR/2016-193, Surface Coating 

Materials Regulations Pass
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Eurofins（Hangzhou）contact information 
Customer service: Lyn.Zhang@cpt.eurofinscn.com/ +86 571 87203730
Sales specialist: Lara.Li@cpt.eurofinscn.com/ +86 18758101509

************ FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) *************

Signed for and on behalf of 
Eurofins Product Testing Service (Hangzhou) Co., Ltd

$Sara$
Lincoln Shi
Lab Manager
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***TO BE CONTINUED***
Eurofins Product Testing Service (Hangzhou) Co., Ltd.
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SAMPLE PHOTO(S)
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***TO BE CONTINUED***
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COMPONENT LIST

Component No. Component Sample No.
1 Dark brown coating on wood A
2 White coating on wood B
3 Brown gradient coating on wood C
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TEST RESULT

***END OF THE REPORT***
Eurofins Product Testing Service (Hangzhou) Co., Ltd.
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Total Lead and Mercury in Surface Coating

Test Request: Total lead and mercury in surface coatings as specified in Canada Consumer Product Safety 
Act, Surface Coating Materials Regulations, SOR/2016-193

Test Method: With reference to Canada Health Product Safety Bureau, Reference Manual Book 5 – 
Laboratory Policies and Procedures, Part B: Test Methods Section, Method C02.2.2-2024, 
C07-2023

Remark: 
According to client's request, tests are combination tests. The experimental results are the total result of mixed 
samples.
mg/kg = milligram per kilogram
MDL = method detection limit
ND = Not detected, less than MDL

ResultTest Item(s) Unit Limit MDL 1+2 3
Total Lead (Pb) mg/kg 90 10 ND ND
Total Mercury (Hg) mg/kg 10 1 ND ND
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