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PASS 
SUBMITTER  

 
Wansern Foam Ind Sdn Bhd 
Lot 9305, Jalan Yong Peng, Mk. Sri Medan, 83400 Batu Pahat, Johor, Malaysia 

 

 

  

STYLE 
NUMBER 

WA-13C, WA-15B, WA-18H, WA-H1, WA-20H, WA-20H(DG), WA-20C, WA-22H, WA-24H, WA-25H, WA-27H, 
WA-28M, WA-30H, WA-32M, WAS-S2(H), WAS-38(W), WA-40H 

PRODUCT 
DESCRIPTION 

POLYURETHANE FOAM  

EXECUTIVE 
SUMMARY 

The submitted sample(s) MEET all the tested requirement(s). 

REMARKS 
As per client requested only California Technical Bulletin CA TB117: 2013 Section III – Flammability of Resilient 
Filling Material test (incorporated by reference 16 CFR 1640) was conducted. 

TECHNICAL 
QUESTIONS 

Winnie Lew Loo Ming 
(607) 510 2086 
looming.lew@bureauveritas.com 
 

 
SIGNATURES 
 

BUREAU VERITAS CPS SDN BHD 

 

GENERAL 
INFORMATION 

Noor Najwa 
(607) 510 2086 
noor.najwa@bureauveritas.com  
 

 WINNIE LEW LOO MING 
HARDLINE & ANALYTICAL DIVISION 
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VENDOR NAME / 

AGENT NAME / 

FACTORY NAME / 

NUMBER OF 
CARTONS/SAMPLES 

/ 

ITEM NUMBER  / 

MODEL NUMBER  
WA-13C, WA-15B, WA-18H, WA-H1, WA-20H, WA-20H(DG), WA-20C, WA-22H, WA-24H, WA-
25H, WA-27H, WA-28M, WA-30H, WA-32M, WAS-S2(H), WAS-38(W), WA-40H 

PURCHASE ORDER 
NUMBER  

/ 

COUNTRY OF ORIGIN MALAYSIA 

CLIENT REFERENCE 
NUMBER  

/ 

UPC CODE / 

COLOR  / 

ASSORTMENT NUMBER  / 

SKU/SKN NUMBER  / 

PRODUCT END USE / 

LOT NUMBER  / 

COUNTRY OF DESTINATION MALAYSIA 

BUYER NAME / 

TEST REQUESTED CALIFORNIA TECHNICAL BULLETIN CA TB117: 2013 SECTION III – FLAMMABILITY OF 

RESILIENT FILLING MATERIAL TEST / 16 CFR 1640 

PROTOCOL STAR LEVEL / 

FAIL RETEST NO 

PREVIOUS REPORT 
NUMBER 

/ 

RETEST SAMPLE NUMBER / 

REPORT EXPIRATION DATE January 13, 2026 

REPORT REVISION DATE / 

REVISION(S) / 

REPORT REVISION REASON / 

TESTING DATE January 08, 2025 – January 13, 2025 

 
 



 

 

Test Report: (1225)008-0008 
WANSERN FOAM IND SDN BHD 

Received Date: January 08, 2025 
Report Date: January 13, 2025 
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Test Result:  
 

 
Flammability of Resilient Filling Material Test 
 

 
Test Method : California Technical Bulletin CA TB 117-2013 Section III / 16 CFR 1640 
   
Tested Item(s) : Polyurethane Foam 
   

 

RESULT FOR INITIAL TEST:  

SPECIMEN 
TRANSITION TO OPEN 

FLAMING 
SMOLDERING CHAR LENGTH (IN) 

1 N N 1.0 

2 N N 1.2 

3 N N 1.0 

 

OVERALL RATING: PASS   

 
Note / Key:  

 
 Y=Yes N=No P=Pass F=Fail 
 DATA = Record data only NA = Not Applicable NR= Not requested NT=Not Tested 

 
 
 
 
 

 

 
END OF REPORT 

 


