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Applicant: Fujian Fenlin Houseware Co.,Ltd

Address: No. 65, Qiaotouyang, Xiazhuang Village, Tazhuang Town, Minqing
County, Fuzhou City, Fujian Province

Manufacturer: Fujian Fenlin Houseware Co.,Ltd

Address: No. 65, Qiaotouyang, Xiazhuang Village, Tazhuang Town, Minqing
County, Fuzhou City, Fujian Province

Sample Name: MDF with painting

Model number: N/A

Trade mark: N/A

Labeled age grading: N/A

Requested age grading: N/A

Age group applied in testing: N/A

Sample Received Date: 2025-08-25

Test Period: 2025-08-25 to 2025-08-27

Test Result: Refer to following page(s)

Remark: The result relates only to the items tested.

Test Requested Conclusion

A Canadian Environmental Protection Act Products Containing Mercury
Regulations SOR/2014-254 on total Mercury (Hg) content Pass

B SOR/2016-193 Surface Coating Materials Regulations Pass

Guangdong Asia Hongke Test Technology Co.,Ltd.

Prepared by: Reviewed by:

Name: Oliver
Testing Engineer

Name: Lizhen
Authorize Signature
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Test Results:
Tested part(s):

1 White coating

2 Wooden board

A. Total mercury (Hg) content - SOR/2014-254

Test method: With reference to IEC 62321-4:2013+AMD1:2017 CSV. Analysis was performed by
inductively coupled plasma atomic emission spectrometer (ICP-OES)

Item Unit MDL
Results

Limit
2

Mercury (Hg) mg/kg 2 ND 5

Conclusion / / Pass /

Note:

- N.D. = Not Detected or less than MDL

- MDL = Method Detection Limit

- mg/kg = ppm

B.SOR/2016-193 Surface Coating Materials Regulations

Test item(s) Unit MDL Limit
Result(s)

1

Total Lead(Pb) mg/kg 10 90 N.D.

Total Mercury (Hg) mg/kg 1 10 N.D.

Conclusion / / / Pass
Note:
- N.D.= Not Detected

- MDL = Method Detection Limit

- mg/kg = ppm D
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Photo of the Submitted Sample

*** End of Report ***
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