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CANAC. CA.Client Name :

5355 BOULEVARD DES GRADINS QUÉBEC, QC G2J 1C8

.

Client Address :

COOLER CART.Sample Name :

Buyer :. THE FULHAM GROUP .

Item No. :. 77005896.

PO No. :. 20152614.

Manufacturer : . ZHEJIANG DONGRUN INDUSTRIAL CO., LTD .

Supplier :. ZHEJIANG DONGRUN INDUSTRIAL CO., LTD .

Country of Origin : . CHINA.

Country of Destination : . CANADA.

Style No. :. 77005896.

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SHAHG2214776001.

SGS Job No. : SHHL2210046573CW - SH .

Date of Sample Received : . 18 Oct 2022.

Testing Period : . 18 Oct 2022 - 22 Oct 2022 .

Test Requested : . Selected test(s) as requested by the client. .

Test Method(s) : . Please refer to next page(s). .

Test Result(s) : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

US FDA 21 CFR 177.1520- Extractable fraction .. PASS.

US FDA 21 CFR 177.1520-Soluble fraction in Xylene . PASS.

US FDA 21 CFR 177.1520-Density at 23°C . PASS.
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. .Approved Signatory .

Lucia Liu.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Result(s) : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. SHA22-147760.001 PP Copolymer.White plastic body .

Remarks :

                 (1) mg/dm² = milligram per square decimeter

                 (2) mg/kg = milligram per kilogram

                 (3) ℃= degree Celsius

                 (4) < = less than

                 (5) MDL = Method Detection Limit

                 (6) ND = Not Detected ( < MDL)

US FDA 21 CFR 177.1520- Extractable fraction.

Test Method : . With reference to US FDA 21 CFR 177.1520(d)(3)(ii). .

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001 Conclusion.

n-hexane.. 2hr(s).. 50℃.. 5.5% (w/w). <0.5% (w/w).. PASS..

US FDA 21 CFR 177.1520-Soluble fraction in Xylene.

Test Method : . With reference to US FDA 21 CFR 177.1520(d)(4)(ii). .

MDLTest Item(s). Limit. Unit. 001.

Soluble fraction in Xylene . 30 % (w/w). 0.5 9.9.

Conclusion. PASS.

US FDA 21 CFR 177.1520- Density at 23°C.

Test Method : . With reference to US FDA 21 CFR 177.1520d(1) .
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Test Item(s). Limit. 001.

Density at 23℃, g/ cm³ . 0.85-1.00. 0.91.

Conclusion. PASS.

                 This report updates Sample Photo. .

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule ( w =0) stated in ILAC-G8:09/2019. .
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Sample photo: .

SHAHG2214776002 A01

SHA22-147760.001 .

SHAHG2214776002 A01

The photo is submitted by applicant. .

SGS authenticate the photo on original report only .

*** End of Report *** .
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