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TEST REPORT

Test information
Applicant : Jinhua bingxue outdoor product company.

Address : NO 605-1 YATAI ROAD PUJIANG OF JINHUA CITY IN CHINA.

Sample Description : Polyester tent fabric /tent roof polyester fabric.

Export to : Canada.

Country of origin : China.

Receiving Date : May 20, 2024.

Test period : May 20, 2024.～June 18, 2024.

Amended date : June 19, 2024

Test Requested : Tests requested in accordance to client requirement.

TEST ITEMS CONCLUSION

Flame-resistant materials used in camping tentage (SOR/2016-185) PASS

Tents RegulationsSOR/2016-185 - Labling PASS

This report replaces the original report: RTS2405J1724TXBG1, The original report was voided.

Signed for and on behalf of
RTS TEST CO., LTD.( Zhejiang)

BINBIN ZOU

Approved signatory
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Test result:

A.*Flame-resistant materials used in camping tentage(SOR/2016-185):
Test Method: CPAI-84:2021 3.2 roof and walls materials.

Test Number Item/ component description(s)

A1 Black fabric (top of tent)

A2 Black fabric (side of tent)

Test Item(s)
Test result

A1 Client’s limit
Sample 1 Sample 2 Sample 3 Sample 4 Average

Afterflame time

/s

warp 0 0 0 0 0 After-flame time for each

specimens≤4s, The

average after-flame time

for all specimens≤2s
weft 0 0 0 0 0

Damaged length

/mm

warp 115 110 106 112 111 Maximum Average

damaged length:≤

215mm,Maximum

damaged length for an

individual specimen:≤

255mm

weft 99 111 112 105 107

max.Damaged

length

/mm

Warp 115

Weft 112

Whether there

was any

drippage

during burning

Warp NO NO NO NO NO

NO
Weft NO

Conclusion PASS --

Test Item(s)
Test result

A2 Client’s limit
Sample 1 Sample 2 Sample 3 Sample 4 Average

Afterflame time

/s

warp 0 0 0 0 0 After-flame time for each

specimens≤4s, The

average after-flame time

for all specimens≤2s
weft 0 0 0 0 0

Damaged length

/mm

warp 115 110 106 112 111 Maximum Average

damaged length:≤

215mm,Maximum

damaged length for an

weft 99 111 112 105 107

max.Damaged Warp 115
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individual specimen:≤

255mm

length

/mm
Weft 112

Whether there

was any

drippage

during burning

Warp NO NO NO NO NO

NO
Weft NO

Conclusion PASS --

B. Tents RegulationsSOR/2016-185 - Labling:

Clause Requirement Test Results
A

4

A tent must have a label that is permanently affixed to it at a prominent location and

that displays in a legible manner

(a) the following statement in upper case letters not less than 3 mm in height:

WARNING: KEEP ALL FLAME AND HEAT SOURCES AWAY FROM THIS

TENT FABRIC /MISE EN GARDE: TENIR LE TISSU DE CETTE TENTE LOIN

DE TOUTE FLAMME ET DE TOUTE SOURCE DE CHALEUR;

(b) the following statement:

This tent is made of flame-resistant fabric. It is not fireproof. The fabric will burn

if left in continuous contact with a flame source/ Cette tente est fabriquée d'un

tissu résistant au feu, mais qui n'est pas ininflammable. Ce tissu brûlera s'il est

laissé en contact continu avec une source d'inflammation.and

(c) the precautions set out in Schedule 2, or their equivalent, in English and French.

PASS

-------------- End of Report -------------

mailto:ruiyi-8@zj-rts.com
http://www.irtslab.cn

