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Company Name  

shown on Report 
FUZHOU LUXURY ARTS AND CRAFTS CO., LTD. 

Address  BUILDING 2, NO. 10, GUANZHUANG ROAD, CHENDIANHU INDUSTRIAL 

ZONE, MINHOU COUNTY, FUJIAN PROVINCE,350100 

 

The following sample(s) and sample information was/were submitted and identified by/on the behalf of  

the applicant 

Sample Name                 CHIMNEY CONSOLE 

Supplier Fuzhou Luxury Arts and Crafts Co., Ltd. 

Color white 

Model No. 820-443V80WT 

Weight 20g 

Sample Received Date Feb. 10, 2026 

Testing Period Feb. 10, 2026 to Feb. 13, 2026 

 

Test Conducted:  

As requested by the applicant. For details refer to next page(s) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

                       

         

  

Chen Kaimin 

Authorized Signatory 

      

  

 Date  Feb. 13, 2026      No. T755765415  

Centre Testing International Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China 
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Executive Summary: 

 

TEST REQUEST CONCLUSION 

SOR/2016-193 Surface Coating Materials Regulations of Canada Consumer Product 

Safety Act (CCPSA)with amendment SOR/2022-122 

 

- Total Lead content PASS 

   

************* For further details, please refer to the following page(s) ************* 
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SOR/2016-193 Surface Coating Materials Regulations of Canada Consumer Product Safety Act 

(CCPSA)with amendment SOR/2022-122 

▼Total Lead content 

 Method(s) Health Canada Product Safety Reference Manual Book 5 - Laboratory Policies and Procedures  

Part B: Test Methods Section, Method C-02.2 was/were used, and the item(s) was/were analyzed by ICP-OES. 

 

Tested Item(s) 
Result (mg/kg) MDL 

(mg/kg) 

Limit 

(mg/kg) 001 

Total Lead (Pb) N.D. 5 90 

 

Remark: 

- MDL = Method Detection Limit 

- N.D. = Not Detected (<MDL) 

- mg/kg = ppm = parts per million 

 

Sample/Part Description 

No. CTI Sample ID Description 

1 001 White coating 
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Photo(s) of the sample(s)     

    

    

Statement: 

1. This report is considered invalid without approved signature, special seal and the seal on the perforation; 

2. The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by 

the applicant who should be responsible for the authenticity which CTI hasn’t verified; 

3. The result(s) shown in this report refer(s) only to the sample(s) tested; 

4. Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for  

Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022; 

5. Without written approval of CTI, this report can’t be reproduced except in full. 

 

*** End of Report ***



 
                                                                        

 Appendix 

According to the client's statement ,the following sample photo(s) is(are) for reference only 
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